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ABSTRACT

Grafting polymerization based on polypropylene glycol (PPG) and styrene (St) was synthesized with
different composition of styrene using the free radical technique in the presence of potassium persulphate
as an initiator. The grafted copolymers (PPG-g-St) used different styrene composition (65/15, 65/25, 65/35),
respectively. The grafted copolymers were investigated through FTIR (Fourier-transform spectroscopy),
Differential scanning calorimeter and thermogravimetric analyzer. FTIR showed new peaks at 1450 cm
and 1135 cm due to the grafting process of St on PPG. Thermal stability of grafted copolymer increases by
increasing the ratio of styrene, while T, decreases by increasing the ratio of styrene.

Keywords: Grafting, polymerization, styrene, copolymer, radical.
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Introduction

Polypropylene glycol (PPG) is a polymer with a
broad industrial application, including biomedical
mucoadhesive. In addition, PPG provides high
chemical stability; and is a safe, biodegradable, and
biocompatible polymer. Several researchers have
distinguished chemical modification of
polypropylene glycol via graft copolymerization.
They have used different techniques, including
anionic, cationic, free radical, and condensation
polymerizations based on monomers type and direct
attachment with functional polymer [1-7]. A series
of polypropylene glycol-grafted-polyethyleneimines
were synthesized with the grafting rate ranging from
9% to 19% [8]. Song et al., [9] reported that
polypropylene glycol-grafted multi-walled
polyurethane was synthesized based on the
hydroxyl functionalized polyurethane through a

two-step reaction. The obtained grafted copolymer
can improve the rheological behavior of the
polyurethane.

Ayman et al., [10] prepared PPG and grafted it
with different molar ratios of maleic anhydride in
the presence of dibenzoyl peroxide as a radical
initiator. The obtained grafts were esterified
different  weights of polyethylene glycol
monomethyl ether to produce nonionic surfactants.
Do et al., [11] reported that the PPG-grafted
polyimide precursor, poly (amic acid-co-amic ester),
was synthesized via partial esterification of poly
(amic acid) derived from pyromellitic dianhydride
(PMDA) and 4,4’-oxydianiline (ODA) with bromo-
terminated poly (propylene glycol) in the presence
of K;COsin hexamethylphosphoramide and N-
methyl pyrrolidone.

Maeda et al., [12] investigated the phase
behaviour of graft copolymers in an aqueous
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solution. The graft copolymers consist of PPG
side chains and N, N-dimethylacrylamide, N-
vinylimidazole, and N-isopropyl acrylamide as
backbones. Phase transition temperatures of
copolymers increased with increasing the content of
N, N-dimethyl acrylamide, and N-vinyl imidazole and
with an increase in the degree of ionization of the
incorporated N-vinylimidazole units. Murat et al.,
[13] prepared thermoplastic amphiphilic grafted
copolymers based on PPG and different molecular
weight of polyethylene glycol (PEG) in the presence
of a base via a “grafting to” technique. The
hydrophilicity of the amphiphilic copolymers
increases with the increasing PEG content in the
copolymer while the mechanical properties
decrease.

The present work was designed to study the
preparation and characterization of polypropylene
glycol-graft-styrene via FTIR (Fourier-transform
spectroscopy), thermogravimetric analyzer (TGA)
and differential scanning calorimeter (DSC).

Experimental part

Materials: polypropylene glycol (PPG), styrene
(St), potassium persulphate (KPS) and polyvinyl
alcohol (PVA) were purchased from Sigma Aldrich.

Preparation of PPG-Graft-St: Graft
copolymerization was carried out in a 250 mL three-
necked flask equipped with a thermometer, reflux
condenser, and stirrer. The following procedure was
used for the synthesis of grafting copolymers of
polypropylene glycol (PPG) and styrene (St) with
various ratios of St, i.e. [M1: (65: 15), M2: (65: 25),

Initiation:
o B
N\ _©O —
o s — 2K+ + 250
y >\S/ ~o— X\ K 4
A\ o
CH
so;
Propagation:

CH

M3: (65: 35)]. PPG, PVA (0.1 gm) and water added to
the flask and stirred continuously at a constant
temperature of 60 °C. After the PPG was fully
homogenous, the temperature of the system was
strictly maintained at a required value. Freshly
prepared potassium persulphate KPS solution about
(5 mL) (0.74 mM) was added followed by dropwise
addition of St. The reaction was conducted for two
hours with stirring continued for another 20 min at
room temperature.

Measurements: Infrared spectra were recorded
on a Perkin Elmer 4000.0-400.0 cm™ FTIR
spectrophotometer. Thermogravimetric analyzer
(TGA) was recorded on TGA/SDTA851%, METTLER
TOLEDO. Differential scanning calorimeter (DSC)
were recorded on Pyris 1DSC, Perkin Elmer.

Results and discussion

Characterization of grafted copolymers

FTIR Spectra. FT-IR spectra of the PPG is shown
in Figure 1a. Absorption peak at 3400 cm-1 due to
the stretch OH group, peak at 3000 cm™ for stretch
C—Hand 1100 cm™is ascribed to O — C group. Figure
1b presents the FTIR spectrum of grafted copolymer
PPG-Graft-St.). The results showed new peaks at
1500 cm™® and 2900 cm™ correspond to (C = C) and
(C-H) aromatic. It peaks at 1036 cm™® which is
attributed to stretch vibrations of C — O — C and
confirm the point of grafting St unto PPG.
Furthermore, the transmittance of the hydroxy
group reduced more than 75% due to the grafting
polymerization process as shown in Scheme 1.

H .
+ —~
‘EO CHﬂ' E—— H‘Eo \CHZﬂ'O _ HSO;

CH3
HC HC .
{ \CHﬂ’O XcH . \E \CH’ﬂi' /CH\
I o~ R CH,
HC‘/ §<‘:H \c
-5
e 5y
Termination: HC 7CH
CHg CHy ‘,3“3
HC —CH CH HC o
H — o AN HC — ~— CH,—CH
\EO/ CHZ/E|V CH + H‘|Eo/ ~~cH7° \CH [ . Ao CH3 n [ 2 m
n n \ 2 ~Cx
/c§ & H(‘D‘ \<‘:H
HC CH P
\ HG \C‘;H HC 7oH
HC._ _~CH
~cH HC\CﬁCH

Scheme 1 - Mechanism of grafted St on PPG
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Figure 1 - FTIR spectra of (a) PPG and (b) PPG-Graft-St

TGA and DSC analysis

TGA in air at a heating rate of 10°C/min and
DSC at about the same heating rate under nitrogen
atmosphere is used to test the thermal activity of
pure PPG and PPG-g-Styrene. Figure 2 — 5 show TGA
and DSC analysis of pure PPG and PPG-g-Styrene.
The thermal decomposition temperature of pure
PPG and grafted PPG with a Styrene in different
formulations is around 350 °C, as shown by TGA
measurements.

120 - 70
L 60
100
L 50
80 L 20 E
N L 30 3
o 60 (_%
= =
40 L 10 &
I
L 0
20
L _10
0 -20
0 200 400 600

Temperature, °C

Figure 2 - TGA and DSC analysis of pure PPG

The TGA curves also show that pure PPG
follows a one-step decomposition process, as shown
in Figure 3. Between 200 and 500 °C occurs weight
loss, which leads to total decomposition and CO;
loss. Thermogravimetric curves can determine the
quantitative phase composition of various
substances. Therefore, our obtained samples are

single-phase since they have one decomposition
line. Thermal properties of samples shown in Table
1 illustrates the presence of styrene in the samples,
with increasing of styrene in samples follows
increasing in the temperature and amount of
residual.

Table 1 - Thermal properties of samples obtained from
TGA curve

Temperature Weight Residual
Polymers
(°C) loss % %
PPG 200 - 420 74.32 25.68
M31(65/15) 182 - 448 87.25 12.75
M2(65/25) 235-467 83.54 16.46
Ms3(65/35) 246 - 481 76.26 23.74

In DSC curves, peak area and the area
bounded by the experimental curve and the
baseline, which are proportional to the heat of
reaction. Decomposition of prepared samples follow
exothermic reaction. Moreover, a decrease of the
peak area with increasing styrene indicates that the
grafted polymer retains heat. The thermal
characteristic from DSC analysis in Table 2, shows
that the influence of styrene on glass transition,
crystallization and melting temperatures is not big,
but it still decreases [14, 15, 16, 17].
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Table 2 - Thermal properties as samples from DSC curve

Polymer | Tg(°C) | Tc(°C) Tm (°C)
PPG 58 144 354
M1 58 112 354
M: 54 114 360
M3 51 90 364
Ty: Glass translation temperature
Tc: Crystallization temperature
Tm: Melting temperature
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Figure 3. The TG and DSC analysis of PPG-graft-St (M1)

150 150

>
e 100 100 &
B 50 2
~ 50 &
o %

(]

0 50 T

0 200 400 600

Temperature, °C

Figure 4. The TG and DSC analysis of PPG- graft -St (M2)
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Figure 5. The TG and DSC analysis of PPG — graft- St (M3)

Conclusions

The grafted copolymers based on PPG and St
were  successfully  prepared by  grafting
polymerization using free radical technique and
potassium persulphate as an initiator. The grafted
copolymer (PPG-Graft-St) showed an excellent
thermal stability, however an increase in the ratio of
styrene, thermal stability and T, increase.
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TYAIHAEME
Monunponunexraukons (MMI) skaHe ctupon (CT) HerisiHAeri 6anaHbICTbIPy CONOAMMEPU3ALUACDI
Kanuii nepcynbGaTbl MHULMATOPbIHbLIH, KaTbiCybiIMeH 60C pasuKanabl d4icneH ap TypAi Kypamaarb
CTUPONAbl KONAAHY apKblabl cuHTesaendi. bainaHbictbipbinfad cononumepnepae (MNr-r-Cr) ap
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Kabbinganabl: 13 winde 2021 cononumepnep FTIR, DSC kaHe TGA kemerimeH 3eptrengi. FTIR (®ypbe TypaeHaipy
cnekTpockonuackl) 1450 cm? skaHe 1135 cm? peHreiinepiHge aHa Tebenepai kepcetri, 6ya MMAM-
HiH, CT-fa 6ainaHbicy npoueciH aAsnengenai. balnHbICKaH CONOAUMEPAIH, Xblay TYPaKTbINbIfbI
(DSC, TGA) cTMpon MponopuUMACLIHbIH, 6CYiMeH ofapblnanabl, an Tg conoaumepgeri cTMpon
yNeciHiH, apTybiHa H6ainaHbICTbl a3angpl.
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AHHOTAUMUA

MNpuBuTas cononMmepusauma Ha ocHose noaunponuneHravkona (MMM w ctmpona (Ct) 6bina
Moctynuna: 29 mapma 2021 CMHTE3MPOBaHa C MCMOIb30BaHMEM CTUPOA Pa3HOro cocTaBa NyTEM CBOBOAHOPAANKaAbHON METOAMKM B
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nomoupto FTIR, DSC 1 TGA. FTIR (®ypbe-cneKkTpockonua) nokasan Hosble Nuku npu 1450 cmt n 1135 cm™?,

KOTopble AoKa3blBatoT npouecc npususku CT Ha MNMT. Tepmuyeckan ctabunbHoctb (DSC, TGA) npmsuMTOro
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ABSTRACT

Rare earth elements play an important role in the production, energy, and high technology. Due to the rapid
development of industry, the demand for rare earth metals is rising every day. Therefore, it is necessary to
improve the extraction of rare earth metals from various sources to meet the demand for these elements.
Currently, pyro- and hydrometallurgical technologies are used to extract rare earth metals from an ore and
other secondary sources (industrial wastewater, acid drainage mines, etc.). Hydrometallurgical technologies
include precipitation, extraction, adsorption, and ion exchange methods. Adsorption is one of the most effective
methods for the extraction and separation of rare earth elements. Adsorption methods are highly selectivity to
metal ions and have low emissions. However, not all adsorbents are effective in producing the same metal ions.
This study provides an overview of the different adsorbents that can be used to extract rare earth elements
from aquatic systems. Hydrogels and molecular polymers have been found to be cost-effective methods for
high-grade rare earth metals. Further research is needed to ensure the performance of these systems.
Keywords: rare earth elements, adsorption, adsorbent, hydrogel, molecular polymers.
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TYWNIHAEME

CupeKk Kep 3neMeHTTepi ©HAipicTe, 3HepreTMkKa CcanacblHAA@ >KOHE »KOFapbl TexHosorvanapabl
[aAWblHOAYAQ MaHbI3abl pen aTkapaabl. MHAYCTpUAHbLIH, KapKbliHAbl AamyblHa Opal CUPEK Kep
MeTangapbiHa CypaHbIiC KyHHEeH-KyHre aptyga. Con cebenti 6yn anemeHTTepre AereH KasKeTTiNiKTi
KaMTaMacbl3 eTy YLiH, CUpPeK Xep MeTanaapblH apTypAi Ke3AepAeH any XoN4apbiH KeTiNa4ipy KaxerT.

CapanTama *kacangbl: 14 mamsip 2021 Kasipri yakpiTTa cupeK ep MeTangapbiH KEHHeH aHe 6ackada eKiHWi Ke3aepaeH (eHAIpicTiK aFbiHAbI
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KabbinganfaH: 14 winde 2021

CyNap, KblWKbINAbl ApeHaxapl WaxTa }aHe T.6.) 6enin any ywiH NMpo »KaHe rMapoMeTaNNypruanbik,
TEXHONMOTMANAP KONAAHbINAAbl. MAPOMETANNYPrUANLIK TEXHONOTUANAPFA TYHAbIPY, 3KCTpaKums,
aacopbums KaHe MOH anmacy agicTepi katagpl. Agcopbuma — Byn cUpek Kep 3NeMeHTTepPiH anyablH,
KoHe benyaiH, eH TMiMmAi aaicTepiHin, bipi. Agcopbuma aaicTepiHiH, MeTan MOHAAPbIHA CYPbLINTHIbIFbI
YKOFapbl }KaHe KopluafaH opTafa beniHeTiH 3uaHabl KangpiKkTapbl a3. bipak agacopbeHTTepaiH 6apablfbl
bipaei metan noHaapbiH 6enin anyaa TMimai 6ona 6epmeniai. byn 3epTreyae cynbl KyienepaeH cupek
ep anemeHTTepiH 6enin any ywiH KongaHyra 60naTbliH apTypai agcopbeHTTepre LWOAY acangbl.
fmaporengep MeH MoNeKynanbik TaHbanbl NOAUMEPNEPAiH, CUPEK Kep MeTanaapbiHa CypbINTbIAbIFbI
YKOFapbl, SKOHOMMKANbIK TYpFblAaH TUIMAI d4icTep eKeHi aHblKTanabl. Apbl Kapal OCbl XyihenepaiH,
OHIMZiNITiHe KO3 XKeTKi3y YLWiH TaFbl Aa 3epTTeynep XKypridy Kaxer.

TyliiH ce30ep: cupek Kep 3nemeHTTepi, aacopbumsa, aacopbeHT, rugporenb, MOEKyNanblk TaHHanbl
nonumepnep.
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Kipicne KapafaH4a casnbiCTbipmanbl  Typae Ken, 6ipak,
YKETKINIKTI Typae worbipnaHbaraH. Cebebi cupek
MeHaenees  NepuoATbIK  >KyieciHaeri  Kep 3neMeHTTepiHiH MoHAbIK paamnycTapsl (1-kecTe)

NaHTaHoMATap TobblHA *KATaTblH PETTIK Hemipi 57-
neH 71-re  peniHri  anemeHTTEP CUpPEK Xep
anemMeHTTepi petiHae 6enrini. byn atay onapabiH
CUPEKTIiriHe, KypblINbIMAbBIK — LAPTTapblHA  XaHe
reofbl/ibiMK MacenenepiHe 6ainaHbicTbl GepinreH
[1]. Byn aneMeHTTEp XKEHiN CUPEK XKep 3/1eMeHTTepI
(naHTaHHHAH eBpoNUitre AeniHri anemMeHTTEep) KaHe
ayblp CUPEK Kep 3NEeMEHTTEPI (UTTPUI KaHe KanfaH
NaHTaHouaTap) 6Gonbin  eKki TonKka 6GeniHeai.
CKaHaMNAIH, MOHAbIK, paanychbl KilUKeHTal
b6onFaHAbIKTAH ByN aTanfaH eKi TOMKa Aa KaTnangpl.

Cuvpek Xep 31eMeHTTepi MeTanayprus,
XMMUA, WbIHbI, KOPbITNAaNap KaHe MyHan eHaeyaeri
KaTa/M3aTopaap CUAKTbI ap TYpAi cananapia xaHe
TYPaKTbl MarHUTTEp ’Kacayga KongaHblnagbl [2].
CoHpali-ak onap KopfaHblC TexHonormanapbiHaa [3]
’KOHE 3HepreTMKa CcanacbiHAa, COHbIH, iWiHAge
aneKkTpoMmobunbaep MeH ken TypbuHanapbiHAa
MaHbI3abl  OpblH anagbl [4]. TexHONOrMAHbIH,
WHAYCTPUAHBIH AaMyblHa opai Tabusmn pecypctapapl
nanganany KYHHEH-KYHre apTbin Kene
KATKAHObIKTaH 6onawaKkTa cupek xep
MeTanzapblHbIH, Hapbifbl 13,7% eceai aen Kytinyae
[5].

CUpeK Kep aNieMeHTTepi Kep KbIpTbICbIHAA
6acka  KONAAHbIALIM  KYPreH  3nemeHTTepre

6ip-bipiHe eTe aKblH OONFaHAbIKTAH KenTereH
MWHepangapaa esapa aybicnanabl 60abin Keneqi ae,
onapabpl 6eny KubiHFa cofagpl  [6-9). Byn
anemeHTTEp CUNMKaTTap, ranoreHuarep,
KapboHaTtTap, ¢ocdattap cuAKTbI MUHepangapaa
Ke3eCKeHiMmeH, Taza MeTan KyniHae TabblaimafaH
[6, 10]. Kasipri TaHaa cupeKk Xep MeTanaapbiH
KeHHEeH 6enin any  yWiH nmpo KoHe
rMAPOMETANNYPIUANDBIK, TeXHoM0rnANap
KON4aHblnagbl. MupomeTannypruabik,
TEXHO/I0TUSANAPMEH CaNbICTbIpFaHAA
rMAPOMETANNYPIrUANBIK aAicTepaiH, ©3iHAIK
apTbIKWbINbIKTApbl 6ap, cebebi 6yn agictepaiH
meTangpl 6enin any aapexeci xofapbl, 6oaKamapl,
OHali backapblnagbl KoHe Tasaiblfbl XKOFapbl
eHimgep bepegi [11].

fmapomeTannypruanbik agictepre TyHAbIPY,
SKCTpaKLuMA, aacopbums  KaHe WMOH  anmacy
TEXHONOTUANAPDI KaTaabl. TYHABIPY - OyN CUPEK Kep
MeTanaapbiH 6enin anyablH eH KapananbiM aici,
6ipak 6yn agicTiH 6ipkaTap Kemuiniktepi 6ap.
MbIcanbl, KaxeTTi meTangbl any YWiH XMMUAABIK
peareHTTepAiH, Ken melepiH Tanan erteai, TyH6a
Ty3ineai KoHe Ae  KOHUEHTPAUMACHI  TeMeH
meTangap  ywiH  Tmimcis  [12].  EpiTkiwneH
3KCTpaKumManay apaici ap TypAni afblH CcynapgaH



https://orcid.org/0000-0001-9505-3719
mailto:jumadilov@mail.ru
https://orcid.org/0000-0002-5138-5997
mailto:huana88@mail.ru
https://orcid.org/0000-0001-8119-668X
mailto:bakytgul.sakenova@mail.ru
https://orcid.org/0000-0001-6377-7050
mailto:jozef.haponiuk@pg.edu.pl

MuHepangblk WukizaTTapael keweHai narganany. Ne3 (318), 2021

ISSN-L 2616-6445, ISSN 2224-5243

MeTangapabl any ywiH KongaHoinagbl. CUpeK Kep
METaNAapblH any YWiH 3KCTpareHTTiH KenTereH
Typaepi 3epTTenreH, CcoOHblH, iWwiHge gu  (2-
atunrekcun) docoop Kpiwkpiabl (HDEHP) [13],
Cyanex 301, Cyanex 302 [14] »kaHe Cyanex 923,
Cyanex 925 [15]. Ananga  KOnAaHbICTafbl
3KCTpareHTTep 3KCTpakuua bapbicbiHAa Oacka Aa
MeTangapabl KOCa WbIFapaTbIHAbIKTAH CUPEK Kep
MeTaNaapbiHbIH, Ka*KeTTi Ta3a MeJWepiH anyapl
KublHAaTaapl [16].

Aacopbunsa — 6yn agcopbeHT beTiHe cupek
xep 3/IEMEHTTEPIHIH, noHAaapsl KUHaNbIN
MONEKYNANbIK  *KyKa  KabaT  Ty3eTiH  agic.
Apcopbumanbik aaictTepmeH MeTanaapabl XKofapbl
CYpbINTbl 6enyre ¥oaHe *Kofapbl KOHUEHTPAUUSANBIK
MaHre Kon xeTkisyre 6osagbl [17]. Cupek xep
anemMeHTTepiH 6enin any ywiH agcopbeHT beTiHae
MeTaN MoOHAApPbIHA CYpPbINTbl GYHKUMOHANAbI TONTAp
KongaHbinagpl. Con cebenti apTypi aacopbumnanbIK,
KOJIOHKanap KaxkeT 6os1ybl MyMKiH [18]. Aacopbums
KOHUEHTPaUMACbl TeMeH epiTiHginepaeH ge
MeTanaapapl WbiFapa anybl MYMKIiH, COHAbIKTaH 6yn
SAICTI BHAIPICTIK afblHAbl CynapAbl Ta3apTy YLWiH
KongaHyfa 6onagbl. byn e3 KeseriHge cupek kep
3NeMeHTTepPIH eHAIpPICTIK epiTiHAINepAeH OHTaMAbI
3KCTPaKuMAnan, KopwafaH OpTaHblH, NacTaHyblIH
asaiTyfra  MYMKiHgiK  6epegi  [19].  Cynbl
epiTiHAaiNepaeH CUPEK }Kep 31IeMeHTTepiH benin any
YLWiH KenTereH OpraHuKasblK, KoHe
b6eliopraHuKanblk, agacopbeHTTep  KongaHblAAbl,
Mbicanbl Leonut [20], KpemHuin amokcuai [21],
HaHomaTepuangap [22], 6enceHai kemip [23] kaHe
ap3aH maTepuangap [24].

3epTTeydiH MakcaTbl Cynbl XKyhenepaeH
CMpEK ep 3/NeMeHTTepiH anyfa aHe bGenyre
KO/ AaHbINATbIH aacopbeHTTEpA) 3epTTey,
agcopbumanbik,  KabineTi  »KaKcbl, KONAaHYfa
KapanalibiMm, 6baFacbl ap3aH KaHe KopllafaH opTafa
3MAHAbI 9Cepi ToMmeH aacopbeHTTi TaHAaay.

Kecte 1 - Cupek xep
paanyctapsl [6, 7]

3/IEMEHTTEPIiHIH, WMOHABIK,

Cupek xep dJIeMeHTTepi MoHabIK paanycel, HM
La 1,061
Ce 1,034
Pr 1,013
Nd 0,995
Pm 0,979
Sm 0,964
Eu 0,95
Gd 0,938
Th 0,923
Dy 0,908

Ho 0,894
Er 0,881
m 0,869
Yb 0,858
Lu 0,848
Se 0,66
Y 0,88

3ep1"rey MeToA40/10rMAChbl

3epTTey  METOAO0NOTMACHI  CUPEK  XKep
3/leMeHTTepiHiH MoHAapbiH 6Genin anyfa KoHe
KanmnblHa KenTipyre apHanfaH agcopbeHTtTepre
Tangay »Kacay. 3epTreyain 6yn aTanbiHAA CUPEK Kep
3/IeMEHTTEpIHIH, MOHAAPbIH anyfa XaHe benyre
KOJiAaHbINFaH apTypni aacopbeHTTepre (KOMipTeKTi

agcopbeHtTep, 6uocopbeHTTep, ruaporengep,
MONEKYNaNbIK  TaHbanbl  noaumepnep)  wony
»KacanfaH.

3epTTey HaTUKeECI

KemipteKti apcopbeHTTep. AKTUBTENreH
KOMip  OpraHuKajblK KaHe OGelopraHuKanbIK,
NacTafbllTapabl WbIFapyaa KeHiHeH KongaHblibin
KypreH agcopbeHT [25]. Byn agcopbeHTTiH, 6eTTik
KabaTbl yaKkeH (sgette 800-1500 m?/r) xaHe beTTik
KabaTbl ap Typai ¢PyHKUMOHanApl TonTapAaH
(mbicanbl, KapboKkcungep, deHongap, XMHOHAAP,
NakToHAap) Typaabl [26]. bipak 6enceHai KemipgiH,
©3iHiH, CMpEeK Kep 31eMeHTTepiHe CypbINTbibIfbl

TOMEH. CoHAbIKTaH benceHaj KeMipAaiH,
agcopbumanbik,  KabineTiH  KofapbliaTy  YLWiH
CYpbINTbIIbIFbI TemeH OTTEKTI TonTapAbl
dYHKLMOHU3aLMANaEN, KOMIpTeKTI
HAHOTYTIKWeNnepaiH, KemerimeH KOMIpTeKTI

aacopbeHTTiH, B6eTTik KabaTblH moanduKaumanay
KaxeT. KaHO »KoHe OHbIH apinTectepi 6enceHai
Kemipai KMnOs-meH moaudukaumanan, cynbl
KynenepaeH CUpPEK Xep 3/eMeHTTepiH anyyfa
KoNJaHfaH [27]. KemipTekTi  aacopbeHTTiH,
aacopbumanbik KacueTiH KeTepyre HAHHMYenu
3ybrnaHu 6Hacka pa aBTopsapmeH  bipaecin
NeHTasTUNeH aMuHAI nanganaHyapl ycbiHFaH. byn
eHAenreH aacopbeHTNeH cynbl }KyeaeH La MOHbIH
3KCTpaKuMAnayaa ancopbumanbik KacueTiHiH, eki
ece KakcapfaHblH KepceTkeH [28]. Anaiga,
KeMipTeKTi aacopbeHTTepaiH, HapbiKTafbl Oarachl
*KOFapbl bONFAaHAbIKTAH BHEPKaCiNTe KoAaHy TUiMCI3

[29]. Onap KOMMEPLUANDIK NOH
a/IMaCTbIPFbILUTAPAAH apsaH 60/1FaHbIMEH,
6uonornanbIK KangblkTapaaH anblHFaH
copbeHTTEpAEH aHafypabim  KbimbaT  [30].

— 14 ——
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CoHApIKTaH  copbumanbIK
apgcopbeHTTepmeH bipaen,
copbeHTTEp 3epTTeni.

BuocopbeHtTep. EnocopbeHTTepre Tabusn
maTepuangap, OHAIPICTIK  KanablKTap, aybin
LapyaLblablfbl KanablKTapsbl, ecimaik
maTepuangapbl KaHe OGuMomaTepuangap Kartagpl.
XUTO3aHAApP -  XUTUHHIH,  AeaueTUNAeHYiHeH
anblHFaH b6enrini  Tabusn  nonucaxapug. On
KesaencoK 6alnaHbICKaH D-rnoKosamunH KaHe N-
aueTtun-D-rnoko3amuH bipniktepiHeH Typaabl [31].
XWUTO3aHHbIH KYpaMblHAAFbl aMUH, aLLETaMUAO KaHe
rMAPOKCUN TONTapbl meTanabl TMimai
6ainaHbICTbIpyFa MyMKIHAIK Bepeai. XnTo3aH ayblp
MeTaNgap MeH opraHuKanblk 60AfbILTapPAbl anyaa
KeHiHeH 3epTTenreH [32]. CoHfbl Xblngapbl XMTO3aH
Tasa JKaHe TypAeHaipinreH TypiHAE CUpPEK Xep
anemeHTTepiMmeH [33,34] akTUHMATEPA] OHAIPICTIK
OHe AAPOAbIK KangblKTapdaH KannblHa Kentipy
YWiH KongaHolnyga. Mblicanbl, ¢pochop yHTafbl
KaNAbIKTapblH 3KOJIOTUAMBIK KannblHa KenTipyre
OHE CUpEeK Xep 3/IeMeHTTepiH KaWTa eHaeyre
OUTANKOIaMm KbILWKbI/IbIMEH TYpAeHaipinrex
XUTO3aH rybkanapbl KongaHbinfFaH. Y3 xaHe Eu®
MOHAAPbl  YWIH  MaKkcumangpl  copbumanbik
CUbIMAbIIbIFLI  CalKeciHwe 40,7 »aHe 79,0 mr/r
6onfaH. byn ocbl 3AICTiH, CUPEK Kep 3N1eMeHTTePIH
anyfa TMimAi ekeHiH Kepceteai [35]. XutosaHapbl
UMMOBUNU3LAEHTEH NMraHgameH TYpAeHaipy
apKblNbl anbiHFAH rMbpuaTi agcopbenTTi La (IIl), Y
(1) »kaHe Sc (Ill) voHaapbiH anyaa naganaHy [36]
CyNbl KyWenepgeri CUpeK Xep 3neMeHTTepiHe
XUTO3aH KOCbIIIbICTAPbIHbIH,  TUIMAI  agcopbeHT
€KeHiH KepceTTi.

Ananpga 6uocopbeHTTEpPAi OpraHMKanbik,
peareHTTepMeH GYHKLMOHM3aLMANAY NPOLEC Ken
eHDEeKTi KarKeT eTeli *KoHe Tasaiblfbl ¥KOFapbl
OpraHuKasnblK peareHTTepAi Tanan eTedi, MyHAan
peareHTTep  canbICTbipMmanbl  TypAe  Kbimbar.
CoHApIKTaH anblHFaH rMbpuarti 6uocopbeHTTEpai
ap3aH  MmaTepuangap  KaTapblHA  KaTKbI3yfa
Kenmenai, 6yn  6uocopbumanblK  aaicTepain,
apTbIKLWbIbIFbIH TOMeHaeTeai [37].

fupporenaep. CoHfbl *Kbl1Aapbl KYPbIbIMbI
YW eswemai KeyekTi noaumepni rugporengep
CUpPEK Kep MeTangapbiHblH MOHAAPbIH CyAaH
Hemece cy/bl KyenepaeH 6enin anyfa apHanfaH
apcopbeHTTep petiHae cunatTanbin Xyp [38]. byn
yw enwemagi rugpodunbai noaMmepnep cyabliH Ken
6eniriH ciHipe anaTblHAbIKTaH, CyAa *KaKcbl iciHeai
KoHe  GM3MKanblK  KypblibiMbl  e3repmeng,.
Maporengep KypblibiMbIHAAFbl KAPOOH KbILWKbIbI,
aMWH, TUAPOKCUA KaHE CYNbPOH KbIWKbIAbIHbIH
TObbl  cusAKTbI  ruapodunbai  GyHKUMOHaNAbI

KacuneTi  KemipTeKTi
6ipaK LWbIfbIHbI a3

TONTapAblH ecebiHEH CUpeK Kep 3/1eMeHTTepiH
copbumanan KOMNAEKC Ty3eTiHAIKTEH, onapapl Cybl
KyhenepaeH — MeTan  MOHAAPbIH WbiFapyFfa
KongaHyfa 6onagbl  [39]. ©OHepkacin  KaHe
aybl/iWapyalbiibifbl  CananapbiHAa  KaHblKNafaH
aKPUN KbILWKbIIbl MEH MEeTaKPUI KblILKbIAbIHbIH,
MoHoMepiepi (KypblibiMbl 1-cypeTTe KepceTinreH)
HerisiHae anblHFaH cynepabcopbeHTTi rmaporengep
[40] KeHiHeH KonaaHblnaabl.

(a) th)

CypeT 1 - a) akpUA KbILWKbLIbl 6) METAKPWA KbILLKbIAbI

BaHr KoHe OHbIH,
KapboKCMMETUNLENNION03a  Heri3iHAe  aNblHfaH
*KacyLwwanbl rmaporenaepaix cmpeK Kep
3/1IEMEHTTEPIHIH, MOHAApPbIHA copbumaceIH
3epTTereH. 2-cypetre KepcCeTinreH rKacylanol

apinTtecTepi

rngporengep 30 muHyT iwiHae La (IIl) »kaHe Ce (lI)
MOHAAPbI YWiH MaKcMmangpl COpbUMANbLIK MaHre
384 mr /r »kaHe 333 mr /r »eTkeH [41].

Cyper 2 - *acywansl ruaporengep , (a xaHe d) caHAbIK,
doTocypeTtTepi, (b KaHe c) KoHbOKanbAbl KecKiHaepi
*oaHe (e) BaH MeH apinTecTepiHiH CKaHepli 3N1eKTPOoHABI
MWKPOCKONNEH afifaH 3epTTey HaTuxenepi

CaxMHep KoHe OHbIH, apinTecTepi cy
wyhenepiHeH UO?* xaHe Th* nongapbiH 6enin any
YLWiH 4-BUHUNMNPUONHMEH (4-BM) 2-
rmgpokcuaTunmeTakpunaT (FIMA) KaHe MarHuTTi
KOMNO3UTTep HerisiHae anblHFaH rugporengepre
3epTTey JKyprisreH [42]. CuHTesgenreH
ruaporenaepai cynbl epitinginepaeH UO? kaHe
Th* nonpapbiH 6enyre naiganaHy cebebi, 4-BMN-HiH,
a30T aTOMbl MeTas MOHAAPbIMEH KOMMJEKC Ty3e
anagpl, KOCbIMLLA 3apsaaTanFaH ruapodobTbl ToNTap

Kypa anafbl KaHe OHall nosMmepusaumara
yliblpanapl. byn rmaporenaepain, meTan
NOHAAPbIMEH apekKeTTecyiH KywenTea,.
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fwaporengepaiH, ypaHabl CiHipy mexaHumsmi  3-

CypeTTe KepCeTiareH.

CypeTt 3 - YpaHHbIH 6altnaHbicy mexaHu3mi [42]

OTaHablk Fanbim xkymagunos T.K. 3epTrey
TOObIMEH TabWFaTbl KbIWKbIAABIK IHEe Heri3gik
CUpEeK TirinreH nonMMepAnik  rugporengaepai,
copbumacbiHa bipkaTap 3epTTeynep KyprisreH.
3epTTey HITUXKenepi KekenereH rugporengepre

KapafaHaa, KbILKbINAbIK, KaHe Heri3aik
rmgporengep HerisiHae KypblnFaH WHTeprengi
Xyhenepain, (4-cypeT) copbuuanbikK KacueTTepi

aHafyp/biM KoFapbl 601aTbIHbIH aHbIKTaFaH [43-46].
MonnakpuKbIWKbIbIHbIK rtnaporeni (MAKr) — nonau-
4-suHuNnNupuanH  rugporeni  (MN4BMr)  koHe
NONMAKPUKBILWKbINbIHLIH, rtugporeni (MAKr) — nonam-
2-MeTUN-5-BUHUANUPUANH rugporengepi
(M2M5BM)  HerisiHAe  KypblifaH  UHTeprengi
KymenepaiH, Luepun MOHbIHA COpPOUMACBIH 3epTTey
bapbicbiHaa, kekenereH [MAK, M4BMN, MN2M5BM
rMAporenfepiHid, Uepuin MoHZapbIH any aapexeci
calKeciHwe 63,33%, 56,67% »aHe 50,00% 6onca,
uHTeprengi Kymenepgin, 17%MAKr - 83%MN4BMr
KaHe 33%[MAKr - 67%M2M5BIMr KaTbiHacTapbiHAA
conkeciHwe 92,33% »aHe 90,67% Lepuii MoOHZAPSI
anbiHfaH [45].

Cyper 4 - UuTeprengj xyie: 1 — Ty3 epiTiHaici, 2
— noannponuaeHai MembpaHa, 3 — KblLWKbIAAbIK,
rmaporenb, 4 — Heri3gik rmgporens. UHTepreni xyenep
— eKi Hemece 04aH ga Ken rmaporengep MeH epitiHaigeH
TYPaTbIH K&n KOMMNOHEHTTI »Kylienep (noanmepnep
apacblHAa Tikenel 6anaHbIC oK) [46]

Cynbl KyenepaeH meTan MoHaapblH benin
any yuWiH uWHTeprenai yhenepai KongaHygabliH
Keneweri 30p. Cebebi KoNAaHbICTarbl aHaNOIMapMeH
canbICTblpFaHaa WHTeprengi »kyenepaiH, 6ipkatap

APTbIKLWbINbIKTAPbI 6ap. MaHbI34bl
APTbIKLWbINbIKTAPbI: rmaporenfepiin
CYpbINTbINbIFbIH ~ Benrini  6ip WOHFa  e3repty

MYMKiHAIrI, rmgporengepait, noHZapAab!
copbumanay KblngamaplFblH 6akblaay MyMKiHAIr,
rmaporenfepais, pereHepauuacbl MeH WOHAAPAbI
6enyAaiH canbICTbipManbl ¥KblNgaMablfbl, MIOHAAPAbI
6enyaiH, YKOFapbl CYpbINTbIbIFbI [47].
MmaporengepmeH  agcopbuuanay  aaici  cynbl
epiTiHginepai nactafbiWTapaaH TasanayablH, ap3aH
api Konannbl agici. MTmaporengepai bipHewe pet
KanTanan copbumana nanganaHyra
6onaTbIHAbIKTAH KopluafaH opTafa beniHeTiH ynbl
KangblKTapapiHga menwepi eTe a3 6onagbl. Con
cebenTi 6y ocbl dAICTI TEXHUKA/bIK-9KOHOMUKANDbIK,
TYPFblA@H  MaHbI3Abl  KOHE  KOMMEPLMUANDIK,
TypfblaaH TMimai eteai [39].

MonekynanblK TaHbanbl nonauMmepnep.
MoneKynanblk TaHb6anbl nonumepnep (MTIM Hemece

MOJIEKYNANbIK, ~ MMAPUHTUHF) -  OyAn  Kofapbl
MOJIEKYNaNbIK  TaHyfa  Kabinerti  nonumepni
maTepuangapabl  AalblHOAy — YWiH - KeHiHeH
KO/MO4AHbINbIN  KypreH  agic.  MoneKynanbik,

UMNPUHTUHTKE HerisgenreH noanmepaep maKkcatrbl
MOIEKYNaHbIH, MiWiHi MeH XMMWAMDLIK aabICbIH
KepceTeai [48]. MyHgan nonnmepnep any ywiH (5-
cypeT) anabiMmeH GyHKUMOHaNAb! TOMMNEH KOBaIeHTTi
Hemece KOBaJIEHTCI3 6GalnaHbICKaH  MaKCcaTTbl
MOJIeKyNaHblIH, WabaoHbl Hemece maTpuuacbl bap
NoJIMMep CUHTe3aeNefi, OAaH KeliH cuHTesgenrex
noanmepaeH  Mosiekyna  wabnoHbl  anblHbIN
Tactanagbl Aa, OpHbIHAA KakTa bGaltnaHbicyfa
MYMKIHZIK ©6epeTiH KOomnaemeHTapAabl KybIicTap
Kanagbl. Byn  monekynanblK  MMNPUHTUHTKE
MaKCaTTbl MOJIEKy/a bap yArimeH acep eTKeHAe,
noaMmep  MaTpuUACbIHAAFbI  KOMMJEMEHTap/bl
KybICTap KarKeTTi WoHAbl CiHipin anaabl  [49].
Monekynanblk UMMPUHTUHT npoueciHae
noAMMmepniK aAcopbeHTTIH, CYPbINTbINbIFbI
PYHKUMOHANAbl MOHOMEPANEpAiH, epeKLweniriHe,
KOOPAMHAUMANDBIK ~ FeOMeTpUACbIHA,  MaKcaTTbl
MOHAAPAbIH  KOOPAMHAUMANBIK  CaHblHA  KaHe
oNapAablH, 3apsagTapbl MeH enwemgepiHe
HerispgenreH [50, 51].

CypeTt 5 - MoneKynanbiKk UMOPUHTUHT any
npoueci [49]

CoHfbl  KblAgapbl  MeTan  WMOHAAPbIH
MOJIEKYNA/bIK TaHOanbl NosiMmepaepmen 6enin any
a4icTepiHe bGipKaTap 3epTreynep XyprisinreH [52-
58]. l0cod xaHe oHbIH, apinTecTepi Pr (I11), Nd (l11),
Sm (ll), Eu () xkeHe Gd (lll) akcTpakumacbiHAA
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apcopbeHT peTtiHae La-noH UMMPUHTUHITI
nonnmenepai KongaHfaH. 3epTtrey HaTURenepi 6yn
a4icTiH, paguycbl MeH 3apsaaTapbl bipaen 6acka
WoHAapfa KapafaHOa CUPEK XKep 3/1eMEeHTTEepPiHIH,
MOHAApPbl YWiH CYpPbINTbIbIFbl 6TE€ XaAKCbl E€KEHiH

KepcetkeH [59]. [Honak opinTectepimeH N-
MeTakpunonnammao ¢Gonun KblWKbIAbl HerisiHae
CUHTe3deNreH MOJIEKYNANbIK, TaHbanbl
noAumepsiepMeH  3pTypAai  JIAHTAHOMATAPAbIH,
KaTbicbiHAa cynbl  epiTiHaiaeH Nd(IIl)  WOHbIH
copbumsanay  npoueciHe  3epTTey  XKYPrisreH.
MNonumepmeH Nd (lll) woHgapbl apacbiHga 30
MMUHYTTA 6annaHbicy Tene-teHAiri opHan,

MaKcumanabl copbumansik maHre (14,6 mr Nd (111)-1
nonnmepre) skeTkeH [60]. Axymaaunos T.K. 3epTtrey
TOObIMEH  4-BUHUAMUPUAMH  KOHE  MEeTakpun
KbIWKbIbl MOHOMeEpAEpi HerisiHAe CyCneH3uANbIK,
nonnmepusauma agicimeH mMosieKynanblk TaHbanbl
nonnmepnep (Ni%* wabnoHbIMeH >KaHe WwabaoHCbI3)
CUHTE3ereH. AnblHFaH MTM-AajH, (Ni*
WabnoHbIMeEH) cynbl epiTiHaigeri HUKeNb
MoHAapbliHa copbumackl, wabnoHcbis MTI-meH
CanbICTbIpFaHAa *Kofapbl bonfaH [61].

MoneKynanblk TaHb6anbl nonumepnaepai
*KaH-*KaKTbl KONAAHbINYbI, aTan auTKaHAa eHAiPiCTiK
epiTiHainepaeH, afblHAbl CynapAaH, TOMblpaKTaH
)KOHe TamaK yArinepiHeH MeTan MOHAAPbIH
cypbinTan any, benin any »KaHe cy3y 3epTTeyaiH
*KaHa 6afbITTapbIH allyfa MyMKIHAIK 6epai. MTM-4iH,
KenTereH  apTbiKWbIAbIKTApbl  6ap,  Mbicansl,
MAKCaTTbl MOJIEKyNanap Hemece MWOHZAp YLWiH
YKOFapbl CYpbINTbl, 9P TYPAi OpTaZa TYPaKTbl KaHe
OHan cuHTesgeneni. [ereHmeH, ani Ae TONbIK
wewinmereH macenenep 6ap, Mbicanbl, CUHTE3LEH
KeMiH  Hawap  eHAaeneTiHAjiri,  MOJIeKynanbikK,
OpTanbIKTapAbliH, 3PTYPAiNiri, copbumanbiK KaHe
necopbumanbik NpouecTepaiH Kypaeniniri [62].

CKkaHguiigi apcopbuua oaicimeH 6enin
any. KypambiHAa CKaHAWM, LEpPWUi, NaHTaH KaHe
antoMUHKUI Bap yAriniK epiTiHaigeH ckanannai 6enin
any yuwiH Hruem apintectepimeH rAMKOAb aMUH
KbIWKbINbI  HErisiHae CUHTe34enreH LWanbipabl
KonpaHfaH. CopbuusaaH KeniH ckaHauiai 80 °C
Temnepatypaga 2,0 M HCl epitiHgicimeH 6enin
anfaH. HaTuxKeciHae CcKaHAMWAIH, MaKcumangpbl
KOHUeHTpaumacbl 540 mr/n-re »eTin, epiTiHgigeri
CKaHAMAIH, KOHUEHTpaUMACbIHAH 27 ecere apTKaH.
Byn MOHasuUTTi eHAaey KesiHAe TysifeTiH cyAbl
epiTiHginepaeH ckaHOMMAI KannblHa  KenTipyre
60onaTbiHbIH KepceTeai [12].

U3acaHb Ma apinTectepimeH NAM3UHMEH
TYpAneHaipinreH (Fmoc-SBA-15) mesonopansl
maTepuan aaibiHaan, Sc* copbUMACbIH TeKCepreH.

BET (BpyHayapa-dmmeTta-Tennepa agici) 6olbiHwWa
6eTKi ayfaHbl, KeyeKkTiH, AMameTpi KoHe Kannbl
KeyeKTiH Kenemi caikeciHwe 223m2/r, 58,2 A xone
0,35 cm® /r ekeHi aHbiKTanapl. Sc*® aacopbumacsl
anfawkbl 10 MUHYT iWiHAe KeTepinin, )Kyheae Tene-
TeHAiK opHafaH [63].

KasakctaH PecnybnvkacbiHAa ©HAIpPICTIK
epiTiHaINepaeH CUPEK  Xep  3/IeEMEHTTEPIHIH,
MOHAApblH cypbinTan 6enin  any ywWwiH WOH
anmacTbipfbi  wanbipnap  (MOLW)  KeHiHeH
KonaaHblnaabl. KonpgaHbicTasbl MOH asiMacTbIpFbILL
Wwanblpnap KebiHece cbipTTaH (AKLI, ®paHumA)
anblHagbl. bipak 6yn WMOH anMacTbipFbilWTapAblH,
METa/Nl MOHAAPbIH WbIfapy A2peXKeci ainTap/blKTai
KOFapbl €MeC KoHe pereHepaumacbl Kypaeni api
Ken yakbITTbl Tanan etedi. Ocbl KWMbIHABIKTapAbl
wewy vywiH OxKymagunos 3epTrey TobbiMmeH
CKaHAMMN, PEHUI }KOHE HEOAMM NOHAAPbIHA XKOFapbl
CypbINTbI noanMMepAniKk  Kyhenepre  3epTrey
KyprisreH. MAKr-NM4BMr uHTeprengi xynenepimenr
Sc uvoHgapblH 6enin any papexkeci 2-kectege
KepceTinreH. CkaHauiaiH, Herisri 6eniri 50%MAKr-
50%N4BnMr YKoHe 33%MNAKr-67%MN4BMMr
KaTblHacTapblHAQ 6 cafaTTa anblHFaH. 48 cafatTa
50%[MAKr-50%M4BlMNr KaTblHacblHAA MeTaNApblH, eH,
Ken 6eniri (94,3%) copbuusanaHraH [64].

Kecte 2 — TMAKr-M4BMNr wuHteprenai xyhenepimeH Sc
MoHAapbIH Benin any gapexeci

T, n(Sc), %
y MNAKr-n4BMr, mon.%:mon.%
10 | 83%: | 67%: | 50%: | 33%: | 17%: | 10
0% | 17% 33% 50% 67% 83% 0%

0 0 0 0 0 0 0 0
0|13,| 13,5 | 152 | 22,3 | 18,7 | 12,8 | 8,2
, 2
5
118, | 21,7 23,4 | 35,6 29,8 19,3 | 11,

9 2
2 (27, 30,1 33,8 53,4 | 48,3 28,7 | 18,

3 6
6 | 39, | 48,8 53,6 76,8 73,9 | 44,5 | 30,

9 4
2 |58, | 72,3 77,7 | 89,7 84,5 69,8 | 50,
4| 4 1
4 |63, | 749 | 89,6 | 943 | 92,8 | 73,5 | 56,
8 7 9

KopbITbIHAbI
JKOHOMMKA MeH TEXHONIOTUAHDIH,

JaMybIHAA CUPEK Kep 3/1IeMeHTTepiHiH anaTbiH
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OpHbl  epeKkwe. Onap 3NeKTPOHAbI  Kypan-
abpablKTap, aBTOKeJiK, aspofapblll, 3biMblpaH
eHaipiciHge, TiNTi MeguMUMHANbIK AMarHOCTMKaAa
KongaHblnagbl. CUpeK Kep MeTangapblHa gereH

CYPaHbICTbIH, apTybl, byn aNleMeHTTepai
MWHEpangap, ©HAIpICTIK epiTiHainep  CUAKTbI
OPTYPNi Ke3aepaeH I3KCTpaKuuanay XaHe beny

?4icTepiH KeTinaipyre acep etrti. Agcopbuua — byn
CMPEK Kep 3NeMEeHTTepiH LWbIfapyablH, KaHe
benyaiH eH Tmimai agictepiHin bipi. byn 3eptTeyae
apgcopbuma npoueciHae KOAAAHbIIbIN  KYpreH
KOeMipTeKkTi  aacopbeHTTepre, 6bucopbeHTTepre,
rmaporengepre »KaHe MOJIEKynanblK TaHbanbl
noaumepnepre  woay  Kacangbl.  KemipTekTi
agcopbeHTTepmeH  6uocopbeHTTep  KopluafaH
OpTaHbl KoOpfayZa €H KaKcbl agcopbeHT. Byn
aacopbeHTTepaiH, KYPbI/bIMbIH ©3repTin, KoCbiMLIa
dYHKUMOHanabI TonTap eHrisy apKblbl
agcopbumanbik, KabineTiH kakcapTyra 6onagpl.
Ananpa moandukaumanay KoHe
dYHKUMOHM3aUMaNay npouecTepi Kypaeni
bonfaHAbIKTAH, e©HAipicTe KoNAaHyfa  TUIMCI3.
fmaporengi copbeHTTEpPAi Cybl }KyenepaeH cupek

Kep 3nemMeHTTepiH 6enin anyaa KongaHyablH
MaHbI3bl 30p. Cebebi ruagporengep HerisiHae
anblHFAH MHTeprendi xymenepai KongaHbin, metan
MoHaapbliH 6ipi3ai cypbintan 6enin anyra 6onaabl.
NHTeprengi yihenepaiH, KaTblHAacTapblH e3repTy
aPKbl/bl CUPEK KEP 3/1EMEHTTEPIHE CYPbINTbIAbIFbIH
b6acKapyFra 6bonaabl. byn agic KongaHyfa Kapananbim
9pi KopluaFaH opTafa acepi TemeH. MosaeKynanbik

TaHbanbl nonumepnep Kasipri yaKkpITTa VY/IKeH
KbI3bIFYLWbIbIK, TyablpyAa. Monekynanbik,
UMNPUHTUHT daicimeH aNblHFaH MYHAaaM

noanmepnaep apTypAai MaTpuuanapgaH MaKCaTTbl
MeTan MoHAAapbIH Benyre, KannbiHa KenTipyre xaHe
Tasanayfa MYMKiHAiK Oepegi. Anapga ani ge
WwewimiH TannafaH Kelbip Mmacenenep 6Hap
bonfaHablKTaH  (copbumsa  XaHe  aecopbuwms
KMHETMKAcbl), angafbl YyakblTTa ocbl b6afblTTa
KeweHai 3epTTeynep Kyprisin, mosaekynanbik
MMNPUHTUHT SAICIH KeTinaipy Ka